
Shanghai Olimy Co.,Ltd

成品检验记录Final inspection records
No：                                 　　   版号：A                                             修订号：1                                                表格编号：DQ4-8.2-05

客  户
Customer

ISL
产品名称

Product Name
Filter top: 9742969 
Part No.: 9742968

批次号 20160102

生产日期 
Production Date

2016-3-2~
2016-3-4

出货日期 数量Quantity 3714PCS

抽样依据 DQ3-8.2-02 抽样方式 Inspection way：
□放宽检验Reduced inspection ■正常检验 Normal inspection  □加严检验
Tightened inspection

序号
Item No.

检测项目
Specification

技术要求
Quality Control

抽检数量
spot-check 

quantity

AQL

值
Ac Re

检验工
具

EQUIP

判   定
Result

1
标志、包装
Packaging

包装方式：包装数量、放置方式是否符合标准要求
Correct packaging, arrangement,quantity as request

5箱
5boxes

/ 0 1
目视

Visual

纸箱外观：纸箱是否有破损和变形等现象
Carton box: no damage, no deformation

每箱
per box

包材规格：纸箱、包装袋是否符合标准要求
Correct packing material

标示方式：标签、唛头、标示、合格章是否完整正确
Correct shipping mark, warning

出货品名、数量与送货单内容是否一致
Correct quantity, part number as request

2
外观

Appearance

色差：与标准色板无明显色差
No obvious chromatic aberration accoding to sample

水平Ⅱ
200只

200pcs
/ 0 1

目视
Visual

变形：产品有无扭曲或翘曲变形
No obvious deformation

色点：产品表面有无明显的色点
No obvious pigmentosa

缺料：产品无缺料
No shorts

料花：产品表面有无明显的料花
No obvious flow marks on the surface

脏物：产品表面的脏物有无清理干净
No dirt on the surface

破裂：产品有无破损和裂缝
No breakage or crevice

缩水：产品表面有无明显缩水
No obvious shrink on the surface

烧焦：产品表面有无明显烧焦现象
No obvious scorch on the surface

气泡：产品表面有无明显气泡
No obvious air bubble on the surface

飞边：产品有无飞边
No flash

网子：结合良好，无脱落
Mesh screen is mounted in good situation

其它：
Others

3
尺寸 

Dimensions
see below

20只
20pcs

0 1

4
性能

Performance
铁丝网推力测试≥40磅
pass a 40 lb minimum push test

20只

20pcs
0 1

5
装配性/互换性
Assembling 

capacity
与相关组件是否相互适配

6
其它

Others

检验记录  （记录实测数据）尺寸单位：mm                                                                                                                      

Print Loc. Sample 1 2 3 4 5 6 7 8 9 10 Xmin Xmax

检验工

具
EQUIP

判    定
Result

11 36±0.3 35.87 35.88 35.84 35.90 35.87 35.86 35.92 35.91 35.86 35.90 35.88 35.92 3D OK

12 36.3±0.8 36.08 35.62 35.34 35.12 35.62 36.01 35.22 35.57 35.51 35.28 34.98 36.01 3D deformation caused by packaging

20 φ2.93~3.05 2.97 2.98 2.96 2.97 2.97 2.96 2.98 2.98 2.99 2.96 2.96 3.01 2D OK

结论   Result 合格 Qualified

检验员 Measured By 曹曼红 Cao Manhong 审 核 Checked By 刘毅 Liu Yi 日  期 Date 2016-3-15

备注：数据大于10个时，记录1~10数据，其余记录最大最小值。
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